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1.0 INTRODUCTION 
 

Silverdell Management Services LLP were instructed by: 
 
Masonic Housing Association 
7 Banstead Road 
Purley 
Surrey 
 
To undertake a type 2 Sampling Survey of: 
 
Palmer Court 
Hatton Avenue 
Wellingborough 
NN6 5UZ 
 
The purpose of the survey is to identify the location, type, extent and condition of any Asbestos 
Containing Materials (ACMs), to assess those materials for normal occupation of the building/site 
based upon their type and current condition/surface treatment and to make recommendations for any 
remedial works necessary to reduce the hazard to the lowest levels reasonably practicable. 
 
These assessments and recommendations can subsequently be used as a starting point for the 
compilation of an Action Plan to safely manage the ACMs on a regular basis and to ensure information 
is available that can be passed onto those persons likely to be affected by their presence. 
 
The Action Plan requires an individual Risk Assessment to be undertaken for each ACM recorded. This 
assessment is not included herein. 
 
The survey was undertaken by Neil Severn on 3rd May 2007.   
 
1.1 Scope of survey 
 

To undertake a Type 2 survey to all communal areas of the property and 5% of the flats within 
the building. 
 

1.2 Access Restrictions 
 
 

Position Area ID Reason of No Access 

Main Building 
All Floors 
Access Restrictions 

Area7733 

No safe access to all electrical units and services. 
No access into the lift and lift shaft due to danger of fall. 
No access to roof, high level soffits and fascia due to height 
restrictions. 
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2.0 SUMMARY AND RECOMMENDATIONS 
 
 

Building, Floor 
and Location 

Description and Use 
Type of 
Asbestos 

Type of 
Material 

Extent 
Material 

Condition 
Surface Treatment Notifiable? Recommendation 

Main Building 
First floor 
 
Area7745/Loc15667 
 

Area Four, Textured 
coating to ceiling. 
 
See Page:   19 

Chrysotile 
(white) 

Textured 
coating 8 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
First floor 
 
Area7742/Loc15661 
 

Area One, Textured 
coating to ceiling. 
 
See Page:   21 

Chrysotile 
(white) 

Textured 
coating 8 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
First floor 
 
Area7743/Loc15663 
 

Area Two, Textured 
coating to ceiling. 
 
See Page:   25 

Chrysotile 
(white) 

Textured 
coating = 10 sq m  Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
First floor 
 
Area7748/Loc15672 
 

Store room, Floor Tiles 
 
See Page:   28 

Chrysotile 
(white) Thermoplastic = 4 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
First floor 
 
Area7746/Loc15669 
 

Waste disposal room, 
Textured coating to 
ceiling. 
 
See Page:   30 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7754/Loc15683 
 

Area Four, Textured 
coating to ceiling. 
 
See Page:   32 

Chrysotile 
(white) 

Textured 
coating = 8 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 2 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7750/Loc15675 
 

Area One, Textured 
coating to ceiling. 
 
See Page:   35 

Chrysotile 
(white) 

Textured 
coating = 8 sq m  Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 



 
Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ Project No. Y2719E 
 

Silverdell Management Services LLP 6

Building, Floor 
and Location 

Description and Use 
Type of 
Asbestos 

Type of 
Material 

Extent 
Material 

Condition 
Surface Treatment Notifiable? Recommendation 

Main Building 
Ground Floor 
 
Area7753/Loc15681 
 

Area Three, Textured 
coating to ceiling. 
 
See Page:   37 

Chrysotile 
(white) 

Textured 
coating = 8 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7751/Loc15677 
 

Area Two, Textured 
coating to ceiling. 
 
See Page:   38 

Chrysotile 
(white) 

Textured 
coating = 8 sq m  Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7762/Loc15699 
 

Kitchen, Textured 
coatinc to ceiling. 
 
See Page:   46 

Chrysotile 
(white) 

Textured 
coating = 8 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 2 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7757/Loc15691 
 

Ladies W/c, Textured 
coating to ceiling. 
 
See Page:   48 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7752/Loc15679 
 

Laundry, Textured 
coating to ceiling. 
 
See Page:   49 

Chrysotile 
(white) 

Textured 
coating = 10 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7758/Loc15693 
 

Mens W/C, Textured 
coating to ceiling. 
 
See Page:   54 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7765/Loc15705 
 

Stairwell one, Textured 
coating to ceiling. 
 
See Page:   56 

Chrysotile 
(white) 

Textured 
coating = 30 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 
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Building, Floor 
and Location 

Description and Use 
Type of 
Asbestos 

Type of 
Material 

Extent 
Material 

Condition 
Surface Treatment Notifiable? Recommendation 

Main Building 
Ground Floor 
 
Area7764/Loc15703 
 

Stairwell two, Textured 
coating to ceiling. 
 
See Page:   58 

Chrysotile 
(white) 

Textured 
coating = 28 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Ground Floor 
 
Area7755/Loc15685 
 

Waste disposal room, 
Textured coating to 
ceiling. 
 
See Page:   60 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Second floor 
 
Area7737/Loc15652 
 

Area Four, Textured 
coating to ceiling. 
 
See Page:   63 

Chrysotile 
(white) 

Textured 
coating = 4 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Second floor 
 
Area7734/Loc15645 
 

Area One, Textured 
coating to ceiling. 
 
See Page:   66 

Chrysotile 
(white) 

Textured 
coating = 8 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Second floor 
 
Area7736/Loc15650 
 

Area Three, Textured 
coating to ceiling. 
 
See Page:   68 

Chrysotile 
(white) 

Textured 
coating = 8 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Second floor 
 
Area7735/Loc15648 
 

Area Two, Textured 
coating to ceiling. 
 
See Page:   69 

Chrysotile 
(white) 

Textured 
coating = 10 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

Main Building 
Second floor 
 
Area7738/Loc15654 
 

Store room, Textured 
coating to ceiling. 
 
See Page:   73 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  

Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 
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Building, Floor 
and Location 

Description and Use 
Type of 
Asbestos 

Type of 
Material 

Extent 
Material 

Condition 
Surface Treatment Notifiable? Recommendation 

Main Building 
Second floor 
 
Area7739/Loc15657 
 

Waste disposal room, 
Textured coating to 
ceiling. 
 
See Page:   76 

Chrysotile 
(white) 

Textured 
coating = 2 sq m Good Condition: 

No Visible Damage Fully sealed No  
Hazard Rating: 3 - Very Low 
 
Label and manage or remove 
under controlled conditions as 
part of refurbishment. 

 
2.1 General 

2.1.1 All asbestos materials shall be clearly labelled to indicate the presence of asbestos. 
2.1.2 All materials shall be removed prior to refurbishment of the area. 
2.1.3 All materials shall be regularly re-inspected to review the condition and the labelling.  This shall be at least annually. 
2.1.4 A Permit-to-Work system shall be employed to prevent accidental disturbance or un-authorised work. 
2.1.5 Any persons likely to be affected by the presence of these asbestos materials shall be informed of their presence. 
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3.0 SURVEY PROCEDURE 
 

3.1 Type 2 Survey Procedures 
 

Every effort has been made to identify all asbestos materials so far as was reasonably practical to do 
so within the scope of the survey and the attached report. Methods used to carry out the survey were 
agreed with the client prior to any works being commenced. 
 
Survey techniques used involves trained and experienced surveyors using the combined approach 
with regard to visual examination and necessary bulk sampling. It is always possible after a survey that 
asbestos based materials of one sort or another may remain in the property or area covered by that 
survey, this could be due to various reasons: 

• Asbestos materials existing within areas not specifically covered by this report are therefore 
outside the scope of the survey. 

• Materials may be hidden or obscured by other items or cover finishes i.e. plant, over 
boarding, disguising etc, where this is the case then its detection will be impaired. 

• Asbestos may well be hidden as part of the structure to a building and not visible until the 
structure is dismantled at a later date. 

• Debris from previous asbestos removal projects may well be present in some areas; general 
asbestos debris does not form part of this survey however all good intentions are made for 
this discovery. 

• When an area has been previously stripped of asbestos i.e. plant rooms, ducts etc. and new 
coverings added, it must be pointed out that asbestos removal techniques have improved 
steadily over the years since its introduction. Most notably would be the Control of Asbestos 
at Work Regulations (1987) or other similar subsequent Regulations laying down certain 
enforceable guidelines. Asbestos removal prior to this regulation would not be of today’s 
standard and therefore debris may be present below new coverings. 

• This survey will detail all areas accessed and all samples taken, where an area is not covered 
by this survey it will be due to No Access for one reason or another i.e. working operatives, 
sensitive location or just simply no access. It may have been necessary for the limits of the 
surveyor’s authority to be confirmed prior to the survey. 

• Access for the survey may be restricted for many reasons beyond our control such as height, 
inconvenience to others, immovable obstacles or confined space. Where electrical equipment 
is present and presumed in the way of the survey no access will be attempted until proof of 
its safe state is given. Our operatives have a duty of care under the Heath and Safety at Work 
act (1974) for both themselves and others. 

• In the building where asbestos has been located and it is clear that not all areas have been 
investigated, any material that is found to be suspicious and not detailed as part of the survey 
should be treated with caution and sampled accordingly. 

• Certain materials contain asbestos to varying degrees and some may be less densely 
contaminated at certain locations (Artex for example). Where this is the case the sample 
taken may not be representative of the whole product throughout. 

• Where a survey is carried out under the guidance of the owner of the property, or his 
representative, then the survey will be as per his instructions and guidance at that time. 

• Silverdell (UK) Ltd &/ or Silverdell Management Services LLP cannot accept any liability for 
loss, injury, damage or penalty issues due to errors or omissions within this report. 

• Silverdell (UK) Ltd &/ or Silverdell Management Services LLP cannot be held responsible 
for any damage caused as part of this survey carried out on your behalf. Due to the nature 
and necessity of sampling for asbestos some damage is unavoidable and will be limited to just 
that necessary for the taking of the sample. 

 
Subsequently, no such survey should be considered definitive and further exhaustive investigations 
are recommended in conjunction with any major refurbishment or demolition work. 
 
Unless specifically noted in the relevant observations sections, or specified in writing by the Client as 
a survey requirement, the following areas/materials cannot be inspected without significant damage 
to the building or its décor or without risk to the Safety and Health of the surveyors: 
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Structural building fabric. 
Asbestos concealed by other asbestos materials. 
Fire Door internal materials. 
Electrical equipment, or other major plant and equipment, including any current insulation, 
cladding or boxing. 
Behind/between partition walls. 

 
It is understood and agreed that no Survey can guarantee that all the asbestos present in a building 
has been identified and the Company shall only be liable for Financial Loss if there is a negligent mis-
statement in respect of those specific areas identified as having been tested and or investigated 

 
3.2 Material Assessment Criteria 

 
The following criteria are used to evaluate the Material Assessment for each item of asbestos 
identified in the report. These criteria follow guidelines in MDHS 100.  
 
This assessment is not designed as a Risk Assessment as this is required to be assessed by the 
individual users of the information given herein, dependant upon their proposed activities within the 
building. 
 

 
 
 

 

Management of asbestos materials will involve labelling, prevention of unauthorised work or access 
to an area by use of a Permit to Work system, or similar. 

 
In all cases of management, an overall Action Plan is required, which will involve regular inspection 
of condition and review of the recommendations. 

 
 
 
 
 

Sample variable Score Description 

1 Composite materials – Thermoplastic, 
Bitumen, Adhesives, Roofing Felt  
Cement and fully bonded products 
Artex and Textured coatings 

2 Insulating board, Mill Board  
Ropes, Textiles, Woven Products 
Paper 
CAF gaskets 

Product Type 
 

3 Insulation, Lagging, Sprayed Coatings 
0 Good Condition: No visible damage 
1 Low Damage: a few scratches or 

surface marks; broken edges to boards 
2 Medium Damage: significant breakage 

of materials or several small areas of 
damage where fibres are exposed 

Damage Extent 

3 High Damage: damage resulting in 
debris falling/forming or delamination 
of the material. Material debris 

0 Fully sealed 
1 Fully sealed 
2 Part Sealed 

Surface Treatment 
 

3 Unsealed 
1 Chrysotile only 
2  Amosite and other Amphiboles 

Asbestos Type 

3 Crocidolite 
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3.3 Hazard Rating 

 
The following ratings are used to give an assessment of the severity of the hazard posed by the 
identified asbestos materials.  These can be used to prioritise the remedial action required.  
Timescales for completion of remedial works will be dictated by the activity related Risk Assessment, 
which will need to be assessed by the Duty Holder, using the information contained herein and the 
additional criteria including Occupancy and Maintenance activity, likelihood of disturbance by 
occupation/use and human exposure potential. 

 

Material Assessment  Hazard Rating Recommended Action 

10 and above High Prevent access to area. Remove, 
encapsulate or enclose material. 
Air test area. 

7-9 inc Medium Improve material condition by 
encapsulation or enclosing. Label 
and manage. 

5-6 inc Low Encapsulate if un-sealed. Label 
and Manage. 

2-4 inc Very Low Label and Manage 
 

These ratings here are general and are a guideline only. And the full Risk Assessment will dictate the 
specific requirements and timescales (Priority Assessment).  
 
Any Recommendations given, therefore are based only on the likelihood for fibre release if a 
particular ACM is disturbed. 
 

3.4 Survey Methodology 
 
All survey work is carried out in accordance with MDHS 100 and also in accordance with in-house 
Standard Operating Procedure 2 – Surveying Procedure. 
 
Representative samples are collected for subsequent analysis using methods and procedures detailed 
in MDHS 100 and also in accordance with in-house Standard Operating Procedure 1 – Bulk 
Sampling Procedure.  
 
Samples are analysed by a UKAS Accredited laboratory in accordance with HSG248. 

 
Specific details of site procedures are given in Silverdell Management Services LLP Standard 
Surveying Procedures and the site specific Method Statement. 

 
The report shall be read as a whole and no liability can be accepted if any information is taken in part 
from this report and interpreted outside the remit under which it has been undertaken and prepared. 
No reproduction of any part of the report shall be carried out without the prior consent of the 
instructing party or Client. 

 
Any quantities quoted are approximate only and are not given for any use as part of a quantified 
tender package. Any persons using this report shall confirm the extent of any ACM that may 
specifically affect their work. No liability will be accepted where any quantities are used from this 
report. 
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4.0 AREA OBSERVATIONS 
 

Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
First floor 
Area Four 

Area7745 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Timber surround to skylight. 
Textured coating to ceiling, as 
Sample Y2719/E/03. 

Asbestos 
Present Pages: 19 – 20  

Main Building 
First floor 
Area One 

Area7742 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, Sample 
Y2719/E/03. 

Asbestos 
Present Pages: 21 – 22 

Main Building 
First floor 
Area Three 

Area7744 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 

No Asbestos 
Detected Page: 23 

Main Building 
First floor 
Area Two 

Area7743 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Plasterboard panels to wall. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, as 
Sample Y2719/E/03. 

Asbestos 
Present Pages: 24 – 25 
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
First floor 
Store room 

Area7748 

Brick/block work walls, plastered and 
painted. 
Timber doors and frame. 
Plasterboard ceiling with textured 
coating, as Sample Y2719/E/03 
Concrete floor with cream floor tiles, 
as Sample Y2719/E/04. 

Asbestos 
Present Pages: 26 – 28 

Main Building 
First floor 
Waste disposal 
room 

Area7746 

Brick/block work walls, plastered and 
painted. 
Timber doors and frame. 
Metal chute cover. 
UPVC window frame. 
Plasterboard ceiling with textured 
coating, as Sample Y2719/E/03 
Concrete floor with cream floor tiles, 
as Sample Y2719/E/04. 

Asbestos 
Present Pages: 29 – 31 

Main Building 
Ground Floor 
Area Four 

Area7754 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Timber surround to skylight. 
Textured coating to ceiling, as 
Sample Y2719/E/05. 

Asbestos 
Present Pages: 32 – 33 

Main Building 
Ground Floor 
Area One 

Area7750 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, Sample 
Y2719/E/05. 

Asbestos 
Present Pages: 34 – 35  
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
Ground Floor 
Area Three 

Area7753 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, as 
Sample Y2719/E/05. 

Asbestos 
Present Pages: 36 – 37 

Main Building 
Ground Floor 
Area Two 

Area7751 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Plasterboard panels to wall. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, as 
Sample Y2719/E/05. 

Asbestos 
Present Pages: 38 – 39 

Main Building 
Ground Floor 
Boiler room 

Area7763 

Concrete floor and ceiling. 
Block work walls. 
Timber door and frame. 
Modern electrical equipment. 
MMMF and fabric lagged pipes. 

No Asbestos 
Detected Page: 40 

Main Building 
Ground Floor 
Conservatory 

Area7761 Ceramic tiled floor. 
Brick, timber and glass structure. 

No Asbestos 
Detected Page: 41 

Main Building 
Ground Floor 
Entrance lobby 

Area7759 

Concrete floor, carpeted. 
Brick/block work walls, plastered and 
painted. 
Timber doors and frames. 
Plasterboard ceiling. 

No Asbestos 
Detected Page: 42 

Main Building 
Ground Floor 
Externals 

Area7766 

Brick work walls. 
Timber doors and frames. 
Plastic and metal rainwater goods. 
Timber fascia. 
Cement soffit panels, Sample 
Y2719/E/07. 

No Asbestos 
Detected Pages: 43 – 44 
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
Ground Floor 
Kitchen 

Area7762 

Concrete floor with modern lino 
covering. 
Brick/block walls, plastered and 
painted. 
Timber worktops and cupboards. 
Metal sink with no sinkpad. 
Plasterboard ceiling. 
Textured coating to ceiling, as 
Sample Y2719/E/05. 

Asbestos 
Present Pages: 45 – 46 

Main Building 
Ground Floor 
Ladies W/c 

Area7757 

Concrete floor with modern lino 
covering. 
Brick/block work walls, plastered and 
painted. 
UPVC windows. 
Timber door and frame. 
ceramic sanitary goods. 
Textured coating to ceiling, as 
Sample Y2719/E/05 

Asbestos 
Present Pages:  47 – 48 

Main Building 
Ground Floor 
Laundry 

Area7752 

Brick work wall. 
Concrete floor with modern lino floor 
covering. 
Ceramic sink. 
Plastic pipe work. 
Timber work tops. 
Textured coating to ceiling, as 
Sample Y2719/E/05. 

Asbestos 
Present Pages: 49 – 50 

Main Building 
Ground Floor 
Lift motor room 

Area7756 
Concrete floor, ceiling and walls. 
Timber door and frame. 
Modern electrical goods. 

No Asbestos 
Detected Page: 51 

Main Building 
Ground Floor 
Lounge 

Area7760 

UPVC doors and frames. 
Concrete floor carpeted. 
Plastic skylight. 
Brick/block work walls, plastered and 
painted. 
Plasterboard ceiling. 

No Asbestos 
Detected Page: 52 

Main Building 
Ground Floor 
Mens W/C 

Area7758 

Concrete floor with modern lino 
covering. 
Brick/block work walls, plastered and 
painted. 
UPVC windows. 
Timber door and frame. 
ceramic sanitary goods. 
Textured coating to ceiling, as 
Sample Y2719/E/05 

Asbestos 
Present Pages: 53 – 54 
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
Ground Floor 
Stairwell one 

Area7765 

Concrete stairs. 
Metal bannister, plastic hand rail. 
Rubber stair nosing. 
UPVC windows. 
Timber lined skylight 
Plasterboard ceiling, textured coating 
to ceiling, as Sample Y2719/E/05. 

Asbestos 
Present Pages: 55 – 56 

Main Building 
Ground Floor 
Stairwell two 

Area7764 

Concrete stairs. 
Metal bannisters, plastic hand rail. 
Rubber stair nosing. 
UPVC windows. 
Plasterboard ceiling, textured coating 
to ceiling, as Sample Y2719/E/05. 

Asbestos 
Present Pages: 57 – 58 

Main Building 
Ground Floor 
Waste disposal 
room 

Area7755 

Brick/block work walls, plastered and 
painted. 
Timber doors and frame. 
Metal chute cover. 
UPVC window frame. 
Metal unlagged pipe. 
Concrete shelf. 
Plasterboard ceiling with textured 
coating, as Sample Y2719/E/5. 
Concrete floor with cream floor tiles, 
Sample Y2719/E/06. 

Asbestos 
Present Pages: 59 – 61 

Main Building 
Second floor 
Area Four 

Area7737 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Timber surround to skylight. 
Textured coating to ceiling, as 
Sample Y2719/E/01. 

Asbestos 
Present Pages: 62 – 63 
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
Second floor 
Area One 

Area7734 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, Sample 
Y2719/E/01. 
Within loft space. 
Block work walls. 
Loose MMMF insulation. 
Modern felt roof lining. 
Timber loft hatch. 

Asbestos 
Present Pages: 64 – 66  

Main Building 
Second floor 
Area Three 

Area7736 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, as 
Sample  Y2719/E/01. 

Asbestos 
Present Pages: 67 – 68 

Main Building 
Second floor 
Area Two 

Area7735 

Brick/block work walls, plastered and 
painted. 
Concrete floor, carpeted. 
Plasterboard ceiling. 
Plasterboard panels to wall. 
Timber hand rail, 
Timber doors and frames. 
UPVC window frames. 
Hot water radiator mounted to wall. 
Metal cover to gas/electric meter. 
Textured coating to ceiling, as 
Sample Y2719/E/01. 

Asbestos 
Present Pages: 69 – 70 

Main Building 
Second floor 
Store room 

Area7738 

Brick/block work walls, plastered and 
painted. 
Timber doors and frame. 
Plasterboard ceiling with textured 
coating, as Sample Y2719/E/01. 
Concrete floor with cream floor tiles, 
Sample Y2719/E/02. 

Asbestos 
Present Pages: 71 - 73 
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Building/Floor / 
Room 

Area ID Surveyor’s Observations 
Asbestos 
Present 

Material 
Assessment 
Page No(s) 

Main Building 
Second floor 
Waste disposal 
room 

Area7739 

Brick/block work walls, plastered and 
painted. 
Timber doors and frame. 
Metal chute cover. 
UPVC window frame. 
Plasterboard ceiling with textured 
coating, as Sample Y2719/E/01. 
Concrete floor with cream floor tiles, 
as Sample Y2719/E/02. 

Asbestos 
Present Pages: 74 - 76 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7745 

Building Main Building 
Location ID Loc15667 

Floor First floor Position Internal occupied 
Room No  Area Four Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/03 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 80 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7745 

Building Main Building 
Location ID Loc15666 

Floor First floor Position N/A 
Room No  Area Four Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 79 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7742 

Building Main Building 
Location ID Loc15661 

Floor First floor Position Internal occupied 
Room No  Area One Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating  Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/03 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 75 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7742 

Building Main Building 
Location ID Loc15659 

Floor First floor Position N/A 
Room No  Area One Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 74 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7744 

Building Main Building 
Location ID Loc15664 

Floor First floor Position N/A 
Room No  Area Three Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 78 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7743 

Building Main Building 
Location ID Loc15662 

Floor First floor Position N/A 
Room No  Area Two Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 76 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7743 

Building Main Building 
Location ID Loc15663 

Floor First floor Position Internal occupied 
Room No  Area Two Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 10 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/03 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 77 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7748 

Building Main Building 
Location ID Loc15673 

Floor First floor Position Internal occupied 
Room No  Store room Job Status N/A 
Description Cream floor tiles. Asbestos Present No 

 
Asbestos Type - No asbestos detected  Damage Extent - N/A 
Product Type  - N/A  Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/04 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 86 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7748 

Building Main Building 
Location ID Loc15671 

Floor First floor Position N/A 
Room No  Store room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 84 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7748 

Building Main Building 
Location ID Loc15672 

Floor First floor Position Internal occupied 
Room No  Store room Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating  Surface Treatment - Fully sealed 
Quantity - = 4 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/03 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 85 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7746 

Building Main Building 
Location ID Loc15668 

Floor First floor Position N/A 
Room No  Waste disposal room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 81 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7746 

Building Main Building 
Location ID Loc15669 

Floor First floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/03 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - N/A 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7746 

Building Main Building 
Location ID Loc15670 

Floor First floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Cream floor tiles. Asbestos Present No 

 

Asbestos Type - No Asbestos Detected Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Thermoplastic Surface Treatment - Fully Sealed 
Quantity - = 1 Units Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/04 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 83 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7754 

Building Main Building 
Location ID Loc15683 

Floor Ground Floor Position Internal occupied 
Room No  Area Four Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 2 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 96 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7754 

Building Main Building 
Location ID Loc15682 

Floor Ground Floor Position N/A 
Room No  Area Four Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 95 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7750 

Building Main Building 
Location ID Loc15674 

Floor Ground Floor Position N/A 
Room No  Area One Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 87 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7750 

Building Main Building 
Location ID Loc15675 

Floor Ground Floor Position Internal occupied 
Room No  Area One Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 88 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7753 

Building Main Building 
Location ID Loc15680 

Floor Ground Floor Position N/A 
Room No  Area Three Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 93 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 

 

Silverdell Management Services LLP 
 

37

MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7753 

Building Main Building 
Location ID Loc15681 

Floor Ground Floor Position Internal occupied 
Room No  Area Three Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 94 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7751 

Building Main Building 
Location ID Loc15677 

Floor Ground Floor Position Internal occupied 
Room No  Area Two Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 90 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 

 

Silverdell Management Services LLP 
 

39

MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7751 

Building Main Building 
Location ID Loc15676 

Floor Ground Floor Position N/A 
Room No  Area Two Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 89 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7763 

Building Main Building 
Location ID Loc15700 

Floor Ground Floor Position N/A 
Room No  Boiler room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 113 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7761 

Building Main Building 
Location ID Loc15697 

Floor Ground Floor Position N/A 
Room No  Conservatory Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 110 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7759 

Building Main Building 
Location ID Loc15694 

Floor Ground Floor Position N/A 
Room No  Entrance lobby Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 106 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7766 

Building Main Building 
Location ID Loc15706 

Floor Ground Floor Position N/A 
Room No  Externals Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 29 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7766 

Building Main Building 
Location ID Loc15707 

Floor Ground Floor Position Internal occupied 
Room No  Externals Job Status N/A 
Description Soffit panels Asbestos Present No 

 

Asbestos Type - No Asbestos Detected Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Insulation Board Surface Treatment - Fully Sealed 
Quantity - = 1 Units Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/07 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 28 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 

 

Silverdell Management Services LLP 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7762 

Building Main Building 
Location ID Loc15698 

Floor Ground Floor Position N/A 
Room No  Kitchen Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 111 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7762 

Building Main Building 
Location ID Loc15699 

Floor Ground Floor Position Internal occupied 
Room No  Kitchen Job Status N/A 
Description Textured coatinc to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 2 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 112 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7757 

Building Main Building 
Location ID Loc15690 

Floor Ground Floor Position N/A 
Room No  Ladies W/c Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 102 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7757 

Building Main Building 
Location ID Loc15691 

Floor Ground Floor Position Internal occupied 
Room No  Ladies W/c Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 103 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7752 

Building Main Building 
Location ID Loc15679 

Floor Ground Floor Position Internal occupied 
Room No  Laundry Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 10 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 92 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7752 

Building Main Building 
Location ID Loc15678 

Floor Ground Floor Position N/A 
Room No  Laundry Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 91 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7756 

Building Main Building 
Location ID Loc15687 

Floor Ground Floor Position N/A 
Room No  Lift motor room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 101 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7760 

Building Main Building 
Location ID Loc15696 

Floor Ground Floor Position N/A 
Room No  Lounge Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 109 
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Silverdell Management Services LLP 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7758 

Building Main Building 
Location ID Loc15692 

Floor Ground Floor Position N/A 
Room No  Mens W/C Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 105 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7758 

Building Main Building 
Location ID Loc15693 

Floor Ground Floor Position Internal occupied 
Room No  Mens W/C Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 105 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7765 

Building Main Building 
Location ID Loc15704 

Floor Ground Floor Position N/A 
Room No  Stairwell one Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 25 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7765 

Building Main Building 
Location ID Loc15705 

Floor Ground Floor Position Internal occupied 
Room No  Stairwell one Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 30 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 26 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7764 

Building Main Building 
Location ID Loc15702 

Floor Ground Floor Position N/A 
Room No  Stairwell two Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 023 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7764 

Building Main Building 
Location ID Loc15703 

Floor Ground Floor Position Internal occupied 
Room No  Stairwell two Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 28 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - N/A Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 24 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7755 

Building Main Building 
Location ID Loc15684 

Floor Ground Floor Position N/A 
Room No  Waste disposal room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 98 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7755 

Building Main Building 
Location ID Loc15685 

Floor Ground Floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/05 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 99 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7755 

Building Main Building 
Location ID Loc15686 

Floor Ground Floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Cream floor tiles. Asbestos Present No 

 

Asbestos Type - No Asbestos Detected Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Thermoplastic Surface Treatment - Fully Sealed 
Quantity - = 1 Units Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/06 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 100 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7737 

Building Main Building 
Location ID Loc15651 

Floor Second floor Position N/A 
Room No  Area Four Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 66 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7737 

Building Main Building 
Location ID Loc15652 

Floor Second floor Position Internal occupied 
Room No  Area Four Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 4 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 67 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7734 

Building Main Building 
Location ID Loc15644 

Floor Second floor Position N/A 
Room No  Area One Job Status N/A 
Description View with loft space. Asbestos Present No 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 61 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7734 

Building Main Building 
Location ID Loc15643 

Floor Second floor Position N/A 
Room No  Area One Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 59 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7734 

Building Main Building 
Location ID Loc15645 

Floor Second floor Position Internal occupied 
Room No  Area One Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 60 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7736 

Building Main Building 
Location ID Loc15649 

Floor Second floor Position N/A 
Room No  Area Three Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 64 



Palmer Court, Hatton Avenue, Wellingborough, NN6 5UZ   Project No. Y2719E 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7736 

Building Main Building 
Location ID Loc15650 

Floor Second floor Position Internal occupied 
Room No  Area Three Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 8 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 65 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7735 

Building Main Building 
Location ID Loc15648 

Floor Second floor Position Internal occupied 
Room No  Area Two Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 10 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - N/A 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7735 

Building Main Building 
Location ID Loc15646 

Floor Second floor Position N/A 
Room No  Area Two Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 62 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7738 

Building Main Building 
Location ID Loc15655 

Floor Second floor Position Internal occupied 
Room No  Store room Job Status N/A 
Description Cream floor tiles. Asbestos Present No 

 

Asbestos Type - No Asbestos Detected Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Thermoplastic Surface Treatment - Fully Sealed 
Quantity - = 1 Units Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - Y2719/E/02 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 70 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7738 

Building Main Building 
Location ID Loc15653 

Floor Second floor Position N/A 
Room No  Store room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 68 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7738 

Building Main Building 
Location ID Loc15654 

Floor Second floor Position Internal occupied 
Room No  Store room Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - N/A 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7739 

Building Main Building 
Location ID Loc15658 

Floor Second floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Cream floor tiles. Asbestos Present No 

 

Asbestos Type - No Asbestos Detected Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Thermoplastic Surface Treatment - Fully Sealed 
Quantity - = 1 Units Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/02 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 73 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7739 

Building Main Building 
Location ID Loc15656 

Floor Second floor Position N/A 
Room No  Waste disposal room Job Status N/A 
Description General view Asbestos Present N/A 

 
Asbestos Type - N/A Damage Extent - N/A 
Product Type  - N/A Surface Treatment - N/A 
Quantity - N/A Hazard Rating - 0 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - N/A 
Next Inspection Date - N/A Sample No. - N/A 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 71 
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MATERIAL ASSESSMENT RECORD  
 

Masonic Housing Association  
Area ID Area7739 

Building Main Building 
Location ID Loc15657 

Floor Second floor Position Internal occupied 
Room No  Waste disposal room Job Status N/A 
Description Textured coating to ceiling. Asbestos Present Yes 

 

Asbestos Type - Chrysotile (white) Damage Extent - Good Condition: No Visible 
Damage 

Product Type  - Textured Coating Surface Treatment - Fully sealed 
Quantity - = 2 sq m Hazard Rating - 3 

 
Comments: - N/A 
Recommendations: - N/A 

 

 
 

Last Inspection Date - 03 May 2007 Certificate No. - LAB110261 
Next Inspection Date - 02 May 2008 Sample No. - as Y2719/E/01 

Survey Type - Type 2 - Standard Sampling 
Survey Photograph No.  - 72 
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CERTIFICATE OF ANALYSIS 
 
 
 
 
 
 



Ayerst Environmental Ltd
72 Bromley Road
Beckenham
Kent BR3 5NP
Tel: 020 8658 8050
Fax: 020 8650 9226
Email: info@ayerstenv.com 0612

ASBESTOS BULK IDENTIFICATION REPORT

Report No: LAB110261 Date of Issue: 08/05/2007 Issue No: 1
Client Details

Client Name: Silverdell Management Services LLP

Client Address: Unit 2
Pacific Wharf
Hertford Road
BARKING Essex IG11 8BL 

Client Order No: Y2719E Client Contact: Mr Ian Taylor

Report on

Identification of asbestos content of suspected asbestos containing materials (ACM's) stated to have been sampled from the following
location/site:

Y2719E

Number of samples received: 7

Date of receipt/Date Sampled: 08/05/2007

Date(s)
Analysed

Start date:

Finish date:

08/05/2007

08/05/2007

Methodology

Analysis of samples received was carried out in accordance with HSE Method HSG248 (Asbestos in Bulk Materials - Sampling and
identification by Polarised Light Microscopy) and documented in-house methods.
Samples of bulk materials will be retained for a period of not less than 6 months from date of analysis.

UKAS Disclaimers

Although Ayerst Environmental Ltd is a UKAS accredited laboratory for bulk asbestos identification opinions and interpretations based on the results are outside the scope
 of our UKAS accreditation.

For samples received from the Client and not sampled by Ayerst Environmental Ltd:
This report is given in good faith on the basis of the samples and information received. Ayerst Environmental Ltd can take no responibility for omissions, unrepresentative 
samples, inaccuracies or discrepancies in samples and information received.

Ayerst Environmental Ltd is not accredited by UKAS for the identification of non-asbestos materials.

TEST RESULTS
*NAD = No Asbestos Detected

SAMPLE NO. LABORATORY
REFERENCE

SAMPLE LOCATION MATERIAL
DESCRIPTION

ASBESTOS TYPE
IDENTIFIED*

Y2719/E/01 158385 Second floor, area 1, ceiling Textured coating CHRYSOTILE

Y2719/E/02 158386 Second floor, store room, floor tile Vinyl NAD

Y2719/E/03 158387 First floor, area1, ceiling Textured coating CHRYSOTILE

Y2719/E/04 158388 First floor, refuse disposal room, floor tile Vinyl NAD
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SAMPLE NO. LABORATORY
REFERENCE

SAMPLE LOCATION MATERIAL
DESCRIPTION

ASBESTOS TYPE
IDENTIFIED*

Y2719/E/05 158389 Ground floor, area 1, ceiling Textured coating CHRYSOTILE

Y2719/E/06 158390 Ground floor, refuse disposal room, floor tile Vinyl NAD

Y2719/E/07 158391 Ground floor level, external of building,
soffit board

Insulation board NAD

Analyst's name Francis Clifford Analyst's Signature

Quality Checked by:

Name: Rebecca Collins Signature

Position Senior Laboratory Technician
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